
AISI GRADE CHROME NICKEL MOLY Ferro Cb IRON Ti Mn Copper Nb Energy Electrode TOTAL

201   4.0%  Ni $0.2361 $0.2303 $0.0763 $0.0511 $0.0063 $0.0200 $0.6201

201   4.3%  Ni $0.2361 $0.2476 $0.0759 $0.0534 $0.0200 $0.6330

2205 $0.3247 $0.3023 $0.4041 $0.0713 $0.0093 $0.0200 $1.1317

A286 $0.1900 $0.9716 $0.0891 $0.0560 $0.0000 $0.0200 $1.3267

Alloy 625 $1.0516 $2.3480 $0.7126 $0.0049 $0.0000 $1.4772 $0.0200 $5.6143

Alloy 718 $0.9014 $2.0243 $0.2672 $0.0196 $0.0000 $2.3448 $0.0200 $5.5773

301   6.0%  Ni $0.2538 $0.3455 $0.0784 $0.0200 $0.6977

301   6.6%  Ni $0.2509 $0.3800 $0.0797 $0.0200 $0.7306

301   7.0%  Ni $0.2509 $0.4031 $0.0793 $0.0200 $0.7533

304/304L $0.2656 $0.4607 $0.0771 $0.0200 $0.8234

304/304L 8.5% $0.2656 $0.4894 $0.0766 $0.0200 $0.8516

304/304L 9.0% $0.2656 $0.5183 $0.0761 $0.0200 $0.8800

304/304L 9.5% $0.2656 $0.5470 $0.0755 $0.0200 $0.9081

304L   9.75% $0.2686 $0.5614 $0.0751 $0.0200 $0.9251

304L   10% $0.2693 $0.5759 $0.0747 $0.0200 $0.9399

305 $0.2730 $0.6679 $0.0728 $0.0200 $1.0337

305    12% Ni $0.2730 $0.6909 $0.0723 $0.0000 $0.0200 $1.0562

305    12.4% Ni $0.2701 $0.7140 $0.0712 $0.0000 $0.0200 $1.0753

17-4 PH $0.2214 $0.2015 $0.0259 $0.0814 $0.0024 $0.0637 $0.0000 $0.0200 $0.6163

17-7 PH $0.2464 $0.4146 $0.0794 $0.0200 $0.7604

309/309S $0.3247 $0.6909 $0.0686 $0.0200 $1.1042

310/310S $0.3543 $1.0940 $0.0589 $0.0200 $1.5272

316/316L $0.2361 $0.5759 $0.2694 $0.0750 $0.0200 $1.1764

316/316L(2.5%Mo) $0.2361 $0.5759 $0.3368 $0.0745 $0.0200 $1.2433

316L(2.75%Mo) $0.2361 $0.5759 $0.3705 $0.0742 $0.0200 $1.2767

316 Ti $0.2436 $0.6046 $0.2694 $0.0737 $0.0000 $0.0200 $1.2113

317L $0.2656 $0.6333 $0.4041 $0.0707 $0.0200 $1.3937

321 $0.2509 $0.5183 $0.0768 $0.0000 $0.0200 $0.8660

347 $0.2509 $0.5183 $0.0763 $0.3564 $0.0200 $1.2219

904L $0.4117 $1.0121 $0.4454 $0.0462 $0.0205 $0.0200 $1.9559

409 $0.1586 $0.0000 $0.0932 $0.0000 $0.0200 $0.2718

410s $0.1698 $0.0000 $0.0927 $0.0200 $0.2825

420 $0.1845 $0.0000 $0.0916 $0.0200 $0.2961

430/431 $0.2361 $0.0000 $0.0879 $0.0200 $0.3440

434 $0.2361 $0.0000 $0.1010 $0.0871 $0.0200 $0.4442

436 $0.2546 $0.0000 $0.1549 $0.0517 $0.0844 $0.0000 $0.0024 $0.0200 $0.5680

439 $0.2509 $0.0000 $0.0000 $0.0864 $0.0000 $0.0200 $0.3573

441 $0.2583 $0.0000 $0.0000 $0.0856 $0.0000 $0.2110 $0.0200 $0.5749

444 $0.2583 $0.0000 $0.2357 $0.0839 $0.0000 $0.1313 $0.0200 $0.7292

Monthly Average: $1.42 $6.17 $12.77 $17.00 $380.00 $2.51 $1,581.25 $3.15 $29.25 $2.64

3/29/2018

ALL TOTALS ARE ROUNDED TO 4 DECIMAL PLACES

Grades with specified minimum nickel, molybdenum, chrome, or other alloy contents different

than the AISI standards will be calculated based on the minimum specified.

Note: The effective date on this announcement supercede all previous effective dates.

Elgiloy Specialty Metals - Hampshire Mill 
Stainless Steel Alloy Surcharges

For Orders Promised for Shipment:

April 1, 2018 through April 30, 2018


