
AISI GRADE CHROME NICKEL MOLY Ferro Cb IRON Ti Mn Copper Nb Energy Electrode TOTAL

201   4.0%  Ni $0.2361 $0.2418 $0.0795 $0.0452 $0.0062 $0.0200 $0.6288

201   4.3%  Ni $0.2361 $0.2600 $0.0790 $0.0543 $0.0200 $0.6494

2205 $0.3247 $0.3175 $0.3705 $0.0743 $0.0094 $0.0200 $1.1164

A286 $0.1900 $1.2971 $0.1290 $0.0611 $0.0000 $0.0500 $1.7272

Alloy 625 $1.0516 $3.1346 $1.0317 $0.0054 $0.0000 $1.4772 $0.0500 $6.7505

Alloy 718 $0.9014 $2.7023 $0.3869 $0.0214 $0.0000 $2.3448 $0.0500 $6.4068

301   6.0%  Ni $0.2538 $0.3629 $0.0817 $0.0200 $0.7184

301   6.6%  Ni $0.2509 $0.3991 $0.0830 $0.0200 $0.7530

301   7.0%  Ni $0.2509 $0.4233 $0.0826 $0.0200 $0.7768

304/304L $0.2656 $0.4838 $0.0804 $0.0200 $0.8498

304/304L 8.5% $0.2656 $0.5140 $0.0798 $0.0200 $0.8794

304/304L 9.0% $0.2656 $0.5443 $0.0792 $0.0200 $0.9091

304/304L 9.5% $0.2656 $0.5745 $0.0787 $0.0200 $0.9388

304L   9.75% $0.2686 $0.5895 $0.0782 $0.0200 $0.9563

304L   10% $0.2693 $0.6047 $0.0778 $0.0200 $0.9718

305 $0.2730 $0.7015 $0.0758 $0.0200 $1.0703

305    12% Ni $0.2730 $0.7256 $0.0753 $0.0000 $0.0200 $1.0939

305    12.4% Ni $0.2701 $0.7499 $0.0742 $0.0000 $0.0200 $1.1142

17-4 PH $0.2214 $0.2116 $0.0187 $0.0848 $0.0021 $0.0621 $0.0000 $0.0200 $0.6207

17-7 PH $0.2464 $0.4354 $0.0827 $0.0200 $0.7845

309/309S $0.3247 $0.7256 $0.0714 $0.0200 $1.1417

310/310S $0.3543 $1.1490 $0.0614 $0.0200 $1.5847

316/316L $0.2361 $0.6047 $0.2470 $0.0781 $0.0200 $1.1859

316/316L(2.5%Mo) $0.2361 $0.6047 $0.3087 $0.0776 $0.0200 $1.2471

316L(2.75%Mo) $0.2361 $0.6047 $0.3395 $0.0773 $0.0200 $1.2776

316 Ti $0.2436 $0.6349 $0.2470 $0.0768 $0.0000 $0.0200 $1.2223

317L $0.2656 $0.6652 $0.3705 $0.0737 $0.0200 $1.3950

321 $0.2509 $0.5443 $0.0800 $0.0000 $0.0200 $0.8952

347 $0.2509 $0.5443 $0.0795 $0.3564 $0.0200 $1.2511

904L $0.4117 $1.3511 $0.6448 $0.0504 $0.0217 $0.0500 $2.5297

409 $0.1586 $0.0000 $0.0971 $0.0000 $0.0200 $0.2757

410s $0.1698 $0.0000 $0.0965 $0.0200 $0.2863

420 $0.1845 $0.0000 $0.0954 $0.0200 $0.2999

430/431 $0.2361 $0.0000 $0.0915 $0.0200 $0.3476

434 $0.2361 $0.0000 $0.0926 $0.0907 $0.0200 $0.4394

436 $0.2546 $0.0000 $0.1420 $0.0374 $0.0879 $0.0000 $0.0021 $0.0200 $0.5440

439 $0.2509 $0.0000 $0.0000 $0.0900 $0.0000 $0.0200 $0.3609

441 $0.2583 $0.0000 $0.0000 $0.0891 $0.0000 $0.2110 $0.0200 $0.5784

444 $0.2583 $0.0000 $0.2161 $0.0874 $0.0000 $0.1313 $0.0200 $0.7131

Monthly Average: $1.42 $6.19 $12.29 $16.75 $390.00 $2.52 $1,580.00 $3.07 $29.25 $2.69 $0.02

5/29/2018

ALL TOTALS ARE ROUNDED TO 4 DECIMAL PLACES

Grades with specified minimum nickel, molybdenum, chrome, or other alloy contents different

than the AISI standards will be calculated based on the minimum specified.

Note: The effective date on this announcement supercede all previous effective dates.

Elgiloy Specialty Metals - Hampshire Mill 
Stainless Steel Alloy Surcharges

For Orders Promised for Shipment:

June 3, 2018 through June 30, 2018


