
AISI GRADE CHROME NICKEL MOLY Ferro Cb IRON Ti Mn Copper Nb Energy Electrode TOTAL

201   4.0%  Ni $0.2274 $0.2446 $0.0858 $0.0405 $0.0054 $0.0350 $0.6387

201   4.3%  Ni $0.2274 $0.2629 $0.0853 $0.0463 $0.0350 $0.6569

2205 $0.3125 $0.3210 $0.3254 $0.0802 $0.0080 $0.0350 $1.0821

A286 $0.2368 $1.3508 $0.1270 $0.0636 $0.0000 $0.0500 $1.8282

Alloy 625 $1.1330 $3.2645 $1.0162 $0.0056 $0.0000 $1.4772 $0.0500 $6.9465

Alloy 718 $0.9711 $2.8143 $0.3810 $0.0223 $0.0000 $2.3448 $0.0500 $6.5835

301   6.0%  Ni $0.2444 $0.3669 $0.0882 $0.0350 $0.7345

301   6.6%  Ni $0.2415 $0.4036 $0.0897 $0.0350 $0.7698

301   7.0%  Ni $0.2415 $0.4280 $0.0892 $0.0350 $0.7937

304/304L $0.2557 $0.4892 $0.0868 $0.0350 $0.8667

304/304L 8.5% $0.2557 $0.5198 $0.0862 $0.0350 $0.8967

304/304L 9.0% $0.2557 $0.5503 $0.0856 $0.0350 $0.9266

304/304L 9.5% $0.2557 $0.5809 $0.0850 $0.0350 $0.9566

304L   9.75% $0.2586 $0.5961 $0.0844 $0.0350 $0.9741

304L   10% $0.2593 $0.6114 $0.0841 $0.0350 $0.9898

305 $0.2629 $0.7093 $0.0818 $0.0350 $1.0890

305    12% Ni $0.2629 $0.7337 $0.0814 $0.0000 $0.0350 $1.1130

305    12.4% Ni $0.2629 $0.7582 $0.0801 $0.0000 $0.0350 $1.1362

17-4 PH $0.2131 $0.2140 $0.0259 $0.0915 $0.0018 $0.0541 $0.0000 $0.0350 $0.6354

17-7 PH $0.2372 $0.4402 $0.0893 $0.0350 $0.8017

309/309S $0.3125 $0.7337 $0.0771 $0.0350 $1.1583

310/310S $0.3409 $1.1617 $0.0663 $0.0350 $1.6039

316/316L $0.2274 $0.6114 $0.2169 $0.0844 $0.0350 $1.1751

316/316L(2.5%Mo) $0.2274 $0.6114 $0.2711 $0.0838 $0.0350 $1.2287

316L(2.75%Mo) $0.2274 $0.6114 $0.2983 $0.0835 $0.0350 $1.2556

316 Ti $0.2344 $0.6420 $0.2169 $0.0829 $0.0000 $0.0350 $1.2112

317L $0.2557 $0.6725 $0.3254 $0.0796 $0.0350 $1.3682

321 $0.2415 $0.5503 $0.0864 $0.0000 $0.0350 $0.9132

347 $0.2415 $0.5503 $0.0859 $0.3564 $0.0350 $1.2691

904L $0.4808 $1.4071 $0.6351 $0.0525 $0.0207 $0.0500 $2.6462

409 $0.1528 $0.0000 $0.1049 $0.0000 $0.0350 $0.2927

410s $0.1633 $0.0000 $0.1043 $0.0350 $0.3026

420 $0.1776 $0.0000 $0.1031 $0.0350 $0.3157

430/431 $0.2274 $0.0000 $0.0988 $0.0350 $0.3612

434 $0.2274 $0.0000 $0.0814 $0.0979 $0.0350 $0.4417

436 $0.2451 $0.0000 $0.1255 $0.0517 $0.0950 $0.0000 $0.0018 $0.0350 $0.5541

439 $0.2415 $0.0000 $0.0000 $0.0972 $0.0000 $0.0350 $0.3737

441 $0.2486 $0.0000 $0.0000 $0.0962 $0.0000 $0.2110 $0.0350 $0.5908

444 $0.2486 $0.0000 $0.1898 $0.0943 $0.0000 $0.1313 $0.0350 $0.6990

Monthly Average: $1.38 $6.43 $10.86 $17.00 $410.00 $2.45 $1,450.00 $2.89 $29.25 $3.00 $0.04

7/26/2018

ALL TOTALS ARE ROUNDED TO 4 DECIMAL PLACES

Grades with specified minimum nickel, molybdenum, chrome, or other alloy contents different

than the AISI standards will be calculated based on the minimum specified.

Note: The effective date on this announcement supercede all previous effective dates.

Elgiloy Specialty Metals - Hampshire Mill 
Stainless Steel Alloy Surcharges

For Orders Promised for Shipment:

July 29, 2018 through September 1, 2018


